~ Texwipe

An fTH Company

Product Number: TX1009
Lot Number: 182361
Manufactured Date: 6/3/2018

Certificate of Analysis
Chemical
Test Specification Units Result
Amides Non Detect Pass/Fail Pass
Silicone Non Detect Pass/Fail Pass

lon Chromatography

Test Specification Units Result
Chloride Typical ppm 0.046
Potassium Typical ppm 0.051
Sodium Typical ppm 0.159

Nonvolatile Residue

Test Specification Units Result
NVR in DIWater Typical g/m? 0.020
NVRin IPA Typical g/m? 0.097

Particles / Fibers

Test Specification Units Result

ASTM E2090 > 100pm Typical Particles/m? 3955

IEST-RP-CC004.3 LPC >0.5 y m x 108 Typical Particles/m? 19.2
Sorption

Test Specification Units Result

Sorption Capacity Typical ml/m?2 439.7

Sorption Rate Typical Seconds 0.30
Weight

Test Specification Units Result

Basis Weight Typical g/m? 162.1

Certificate of Compliance

Texwipe certifies that the above product/material listed conforms to procedures and specifications according to Texwipe Operating Procedures and Work Instructions.

Texwipe certifies that the lot number provided under this Certificate has been inspected and tested, in accordance with Texwipe specifications.

Approved By: Date: August 07, 2018
Christopher R. Creasy Time: 2:16:12 PM EST
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